
Table 2. Composited preliminary assay results for phase 2 drilling of the Offset Zone, LDI

Drill Hole Section From (m) To (m) Length (m) Pd g/t Pt g/t Au g/t Cu% Ni% Co%

09-406 505N 377 571 194 4.74 0.30 0.39 0.12 0.15 0.01

including 505N 377 384 7 8.34 0.53 0.66 0.19 0.26 0.01

including 505N 396 401 5 8.48 0.54 0.55 0.17 0.23 0.01

including 505N 413 429 16 8.54 0.60 0.65 0.15 0.23 0.01

including 505N 436 443 7 6.15 0.47 0.82 0.36 0.28 0.01

including 505N 468 476 8 7.19 0.37 0.51 0.14 0.15 0.01

including 505N 479 505 26 7.20 0.37 0.39 0.11 0.15 0.01

including 505N 552 562 10 9.72 0.57 0.74 0.14 0.17 0.01

09-407 506N 182 198 16 4.14 0.25 0.23 0.10 0.15 0.01

including 506N 193 198 5 5.59 0.29 0.35 0.14 0.19 0.01

09-409 506N 217 224 7 5.32 0.34 0.14 0.08 0.12 0.01

09-409 506N 241 246 5 7.47 0.32 0.06 0.03 0.10 0.00

09-409 506N 293 307 14 5.87 0.41 0.86 0.27 0.30 0.01

09-411 506N 304 387 83 6.43 0.42 0.36 0.10 0.16 0.01

including 506N 313 325 12 8.44 0.57 0.52 0.12 0.20 0.01

including 506N 331 360 29 8.88 0.58 0.40 0.09 0.16 0.01

including 506N 364 376 12 6.04 0.35 0.42 0.13 0.16 0.01

09-506 509N 147 184 37 7.74 0.44 0.30 0.06 0.14 0.01

including 509N 149 159 10 13.68 0.71 0.43 0.07 0.18 0.01

including 509N 160 171 11 8.97 0.50 0.36 0.08 0.18 0.01

09-507 509N 197 220 23 6.10 0.36 0.24 0.07 0.12 0.01

including 509N 202 209 7 10.50 0.52 0.37 0.10 0.13 0.01

09-603 510N 201 213 12 14.21 0.71 0.83 0.14 0.20 0.01

09-604 510N 214 224 10 5.81 0.38 0.12 0.07 0.09 0.01

09-605 510N no significant assays

Notes:

True widths are estimated to be 70-80% of hole lengths, except for holes 09-406 and 09-411


