
Table 3. Composited preliminary assay results for phase 2 drilling of the Cowboy Zone, LDI

Drill Hole Section From (m) To (m) Length (m) Pd g/t Pt g/t Au g/t Cu% Ni% Co%

09-407 506N 227 232 5 2.89 0.26 0.22 0.10 0.10 0.01

09-409 506N 330 341 11 5.97 0.31 0.17 0.06 0.08 0.01

09-411 506N 342 353 11 7.84 0.50 0.51 0.21 0.26 0.01

09-507 509N 243 248 5 4.67 0.42 0.35 0.15 0.14 0.01

Notes:

True widths are estimated to be 70-80% of hole lengths except for hole 09-411


